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PHYSICAL TEST RESULT 

S. 
NO. 

DESCRIPTION OF TEST UNIT TEST METHOD 
TEST 

RESULT 

REQUIREMENT  

AS PER 
PART 1 

AS PER 
PART 2 

1 
Particles retained on 45 µ IS 
sieve  
(wet sieving) 

% 
IS: 1727: 1967 Cl.: 6.2 
(Reaffirmed Year: 2018) 

21.00 34.00 50.00 

*****END OF REPORT***** 

ISSUED TO : 
M/S. NAGESH TRADING  

 Durg (CG) 

LETTER NO. : - DATE : - 

SRF NO. : NBML/NN-0978/2026 DATE : 10-07-26 

DISCIPLINE : Mechanical GROUP : 
Building, Infrastructure & 
Construction Materials 

DESCRIPTION OF 
MATERIAL 

:  Fly Ash  QUANTITY : 50 gm  

DESCRIPTION OF    
WORK 

: - SOURCE : C04 

SPECIFICATION : IS: 3812: Part 1 & 2: 2013 (Reaffirmed Year: 2022) 


